[image: image1.emf]CRUST

00-002-0009 (D) - Montmorillonite - Si3.74Al2.03Fe0.03Mg0.02·O11 - Y: 6.19 % - d x by: 1. - WL: 1.5406 - 0 - 

00-002-0056 (D) - Illite - KAl2Si3AlO10(OH)2 - Y: 3.16 % - d x by: 1. - WL: 1.5406 - 0 - 

00-036-0427 (*) - Jarosite, hydronian syn - (K,H3O)Fe3(SO4)2(OH)6 - Y: 20.83 % - d x by: 1. - WL: 1.5406 - 0 - 

00-024-0027 (D) - Calcite - CaCO3 - Y: 50.00 % - d x by: 1. - WL: 1.5406 - 0 - I/Ic User 1. - 

00-036-0617 (D) - Bassanite, syn - CaSO4·0.67H2O - Y: 50.00 % - d x by: 1. - WL: 1.5406 - 0 - 

00-001-0649 (D) - Quartz - SiO2 - Y: 14.58 % - d x by: 1. - WL: 1.5406 - 0 - 

Operations: X Offset -0.108 | Import

CRUST - File: CRUST.raw - Type: 2Th/Th locked - Start: 3.000000 ° - End: 65.000000 ° - Step: 0.020000 ° - Step time: 1. s - Temp.: 25 °C (Room) - Time Started: 10 s - 2-Theta: 3.000000 ° - Theta: 1.500000 ° - Chi: 0.
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[image: image2.emf]CCC1

00-007-0027 (D) - Montmorillonite-chlorite - Na-Ca-Al-Si4O10-O - Y: 10.42 % - d x by: 1. - WL: 1.5406 - 

00-003-0508 (D) - Albite - NaAlSi3O8 - Y: 13.48 % - d x by: 1. - WL: 1.5406 - Triclinic - 

00-046-1045 (*) - Quartz, syn - SiO2 - Y: 64.58 % - d x by: 1. - WL: 1.5406 - Hexagonal - I/Ic PDF 3.4 - 

Operations: Import

CCC1 - File: CCC1.raw - Type: 2Th/Th locked - Start: 3.000000 ° - End: 65.000000 ° - Step: 0.020000 ° - Step time: 1. s - Temp.: 25 °C (Room) - Time Started: 14 s - 2-Theta: 3.000000 ° - Theta: 1.500000 ° - Chi: 0.00 
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[image: image3.emf]CCC3

00-009-0466 (*) - Albite, ordered - NaAlSi3O8 - Y: 27.08 % - d x by: 1. - WL: 1.5406 - Triclinic - I/Ic PDF 2.1 - 

00-005-0622 (D) - Dolomite - CaMg(CO3)2/CaO·MgO·2CO2 - Y: 14.58 % - d x by: 1. - WL: 1.5406 - Rhombo.R.axes - 

00-007-0027 (D) - Montmorillonite-chlorite - Na-Ca-Al-Si4O10-O - Y: 12.50 % - d x by: 1. - WL: 1.5406 - 

00-005-0586 (*) - Calcite, syn - CaCO3 - Y: 50.00 % - d x by: 1. - WL: 1.5406 - Rhombo.R.axes - I/Ic PDF 2. - 

00-046-1045 (*) - Quartz, syn - SiO2 - Y: 50.00 % - d x by: 1. - WL: 1.5406 - Hexagonal - I/Ic PDF 3.4 - 

Operations: Import

CCC3 - File: CCC3.raw - Type: 2Th/Th locked - Start: 3.000000 ° - End: 65.000000 ° - Step: 0.020000 ° - Step time: 1. s - Temp.: 25 °C (Room) - Time Started: 14 s - 2-Theta: 3.000000 ° - Theta: 1.500000 ° - Chi: 0.00 
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[image: image4.emf]CCC5

00-036-0426 (*) - Dolomite - CaMg(CO3)2 - Y: 20.83 % - d x by: 1. - WL: 1.5406 - Rhombo.R.axes - I/Ic User 1. - S-Q 45.5 % - 

00-005-0586 (*) - Calcite, syn - CaCO3 - Y: 50.00 % - d x by: 1. - WL: 1.5406 - Rhombo.R.axes - I/Ic PDF 2. - S-Q 54.5 % - 

Operations: Import

CCC5 - File: CCC5.raw - Type: 2Th/Th locked - Start: 3.000000 ° - End: 65.000000 ° - Step: 0.020000 ° - Step time: 1. s - Temp.: 25 °C (Room) - Time Started: 18 s - 2-Theta: 3.000000 ° - Theta: 1.500000 ° - Chi: 0.00 
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[image: image5.emf]CCC7

00-007-0051 (D) - Montmorillonite - (Na,Ca)0.3(Al,Mg)2Si2O10(OH)2·nH2O - Y: 2.85 % - d x by: 1. - WL: 1.5406 - 0 - 

00-005-0622 (D) - Dolomite - CaMg(CO3)2/CaO·MgO·2CO2 - Y: 50.00 % - d x by: 1. - WL: 1.5406 - Rhombo.R.axes - 

00-005-0586 (*) - Calcite, syn - CaCO3 - Y: 50.00 % - d x by: 1. - WL: 1.5406 - Rhombo.R.axes - I/Ic PDF 2. - 

00-046-1045 (*) - Quartz, syn - SiO2 - Y: 50.00 % - d x by: 1. - WL: 1.5406 - Hexagonal - I/Ic PDF 3.4 - 

Operations: X Offset -0.008 | Import

CCC7 - File: CCC7.raw - Type: 2Th/Th locked - Start: 3.000000 ° - End: 65.000000 ° - Step: 0.020000 ° - Step time: 1. s - Temp.: 25 °C (Room) - Time Started: 15 s - 2-Theta: 3.000000 ° - Theta: 1.500000 ° - Chi: 0.00 
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[image: image6.emf]CCC9

00-003-0014 (D) - Montmorillonite - MgO·Al2O3·5SiO2·xH2O - Y: 10.42 % - d x by: 1. - WL: 1.5406 - 0 - 

00-011-0078 (D) - Dolomite - CaMg(CO3)2 - Y: 25.00 % - d x by: 1. - WL: 1.5406 - Rhombo.R.axes - 

00-005-0586 (*) - Calcite, syn - CaCO3 - Y: 50.00 % - d x by: 1. - WL: 1.5406 - Rhombo.R.axes - I/Ic PDF 2. - 

00-003-0419 (D) - Quartz - SiO2 - Y: 41.67 % - d x by: 1. - WL: 1.5406 - Rhombo.R.axes - 

Operations: Import

CCC9 - File: CCC9.raw - Type: 2Th/Th locked - Start: 3.000000 ° - End: 65.000000 ° - Step: 0.020000 ° - Step time: 1. s - Temp.: 25 °C (Room) - Time Started: 14 s - 2-Theta: 3.000000 ° - Theta: 1.500000 ° - Chi: 0.00 
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